
EM 1110-2-2005
31 Jan 93

Appendix D
Mixture Proportioning Sample Submittal

D-1



EM 1110-2-2005
31 Jan 93

D-2



EM 1110-2-2005
31 Jan 93

TILBURY CEMENT COMPANY

DATE-06-04-91
Connell Sand & Gravel

Sieve Size Percent Passing Specification

3/8" 100 100

#4 98 95-100

8 77 80-100

16 70 50-85

30 42 25-60

50 15 10-30

100 5 2-10

200 2

F M 2.83

Screen Size Percent Passing
ASTM

Specification

3/8" 100 85-100

#4 13 10-30

#8 4 0-10

#16 0 0-5

Screen Size
80% Sand 20% 3/8"

Percent Passing Specification

1/2" 100 100

3/8" 100 90-100

#4 81 75-85

8 62 50-75

16 55 35-55

30 34 20-35

50 12 8-20

100 4 2-10

TESTED BY
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